1.00

0.90

0.80

0.70

o
for}
S

M oi sture(%)
o
a
o

o
>
o

0.30

0.20

0.10

0.00

Aluminum Oxide
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Model: MX-50

Anaysis Mode:
Standard mode

(Accuracy: HI)

Weight 59

Temperature 200C

AnalysisTime 2.4min

Moisture Content

Mean Vaue 0.098%
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— 1st 0.09%
— 2nd 0.08%
3rd 0.10%
4th 0.11%
— 5th 0.11%



